
 Selected Pattern: (Cu0.8 Ga0.2) Ni3  96-152-4942

 Residue + Peak List

 Accepted Patterns
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 20-130_0_01313_60s_0h35min_CuSn8Ni2
1512504 99.9 %
1525227 0.1 %
Unassigned Peaks
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